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Applicant SART FUSE CO.,LTD.NANJING SART SCIENCE&TECHNOLOGY DEVELPOMENT 
CO.,LTD

MAQUN SCIENCE&TECHNOLOGY PARK,QINGMA ROAD 6#,NANJING,CHINAAddress

Report on the submitted sample(s) said to be

Sample Name SMD FUSE

Sample Description Electronic components mix test

BluePart No.

Sample Received Date

Testing Period

Test Requested

May. 8, 2009

As specified by client, to determine the Perfluorooctane Sulfonates(PFOS) 
content in the submitted sample.

May. 8, 2009 to May. 13, 2009

Test Method

Test Item(s)
Measured

Equipment(s)
Report
Limit

Pretreatment Method

Perfluorooctane Sulfonates(PFOS) 5mg/kgLC-MS-MSRefer to US EPA 3550C:2007

Please refer to the following page(s).Test Result(s)   

May. 13, 2009

31344732No.
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Test Result(s)

Test Item(s) Content

N.D.Perfluorooctane Sulfonates(PFOS)

Note: -N.D. = Not Detected (<Report Limit )
-mg/kg = ppm  = parts per million

Test Process
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Photo(s) of the sample(s)

*** End  of  report ***

This report is considered invalidated without the Special Seal for Inspection of the CTI. This report shall not be 
altered, increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without 
written approval of CTI, this test report shall not be copied except in full and published as advertisement.

4F.,Building 15-3,999 Ningqiao Road,Jinqiao,Pudong,Shanghai


